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SHENZHEN PAIQI NANOTECHNOLOGY CO.,LTD.

D708/D709/C706,LONGHUA NEW DISTRICT SCIENCE AND TECHNOLOG YENTERPRISE BUSINESS 

INCUBATOR, NO.1301,GUANGUANG ROAD,LONGHUA NEW DISTRIC,SHENZHEN CITY

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : Electronic Waterproof & 

Moistureproof Nano Coating Liquid.

SGS Job No. : SZIN1801001403PC - SZ.

Model No. :. L4/L5/L6.

Client Ref. Info. :. Transparent liquid.

Manufacturer :. SHENZHEN PAIQI NANOTECHNOLOGY CO.,LTD.

Date of Sample Received :. 29 Jan 2018.

Testing Period :. 29 Jan 2018 - 02 Feb 2018.

Test Requested :. Selected test(s) as requested by client..

Please refer to next page(s)..

Please refer to next page(s)..

Test Method :.

Test Results :.

Echo Yeung.

Approved Signatory.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Description.

SN1. CAN18-021828.001 Transparent liquid.

Remarks :.

(1) 1 mg/kg = 1 ppm = 0.0001%.

(2) MDL = Method Detection Limit.

(3) ND = Not Detected ( < MDL ).

(4) "-" = Not Regulated.

Volatile Organic Compounds by Solvent Extraction.

Test Method :. With reference to SGS in-house method (GZTC CHEM-TOP-050-14), analysis was performed by 

GC-MS..

CAS NO.Test Item(s). Unit. MDL. 001.

Benzene. 71-43-2. mg/kg. 5 ND

Toluene. 108-88-3. mg/kg. 5 ND

Xylene. 1330-20-7. mg/kg. 5 ND

N-Hexane. 110-54-3. mg/kg. 5 ND

Notes :.

(1)The result(s) shown is/are of the total weight of wet sample..
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Sample photo:.

CANML1802182801

CAN18-021828.001.

SGS authenticate the photo on original report only.

*** End of Report ***.
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