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SHENZHEN PAIQI NANO-TECH CO., LTD.

RN A X WG 13015 R AH X RS g4k E D708/D709/D711/D712
LHTI., D708/D709/D711/D712, NO.1301, GUANGUANG ROAD, GUANLAN ST.,
LONGHUA DIST., SHENZHEN, CHINA.
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The following sample(s) and sample information was/were submitted and identified by/on the behalf of

the client

FE i 24 PR FL-F-PCBARTT K BT B 4 K IR 2V

Sample Name Electronic PCBA waterproof and moisture-proof nano coating solution

S L4, 15

Part No. L4, L5

FE SRR H 1 2019.10.08

Sample Received Date Oct. 8, 2019

P A H 3] 2019.10.08-2019.10.14

Testing Period Oct. 8,2019 to Oct. 14,2019 \\&

N

RIESR MU R, R FHRACRER A OH (Pb), B (Cd), & (W), A s
B (Cr(VI)), ZiRECH (PBBs), iR 4k (PBDEs), <BZK — HIFLMNE (DBP, et
BBP, DEHP, DIBP)4TlliR. =7,

Test Requested As specified by client, to test Lead(Pb), Cadmium(Cd), Mercury(Hg), Hexavalent §< <
Chromium(Cr(VI)), Polybrominated Biphenyls(PBBs), Polybrominated Diphenyl
Ethers (PBDEs), Phthalates (DBP, BBP, DEHP, DIBP) in the submitted sample(s).
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Test Method/Test Result(s) Please refer to the following page(s).
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Reviewed by
%/( W5 A S
Date 2019.10.14
R
HiARZH Technical Manager No. R262621464
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ﬁdﬂﬂﬁfﬁi’ Test Method
TR 2
BRI W77 L
Test Item(s) Test Method Equipment(s)
4 IEC 62321-5:2013 ICP-OES
Lead(Pb)
R IEC 62321-5:2013 ICP-OES
Cadmium(Cd)
7R IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
Mercury(Hg)
NI IEC 62321-7-2:201741/8{1EC

Hexavalent Chromium(Cr(VI))

62321-5: 20133k B 45 5 B
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Phthalates (DBP, BBP, DEHP, DIBP)

Z R IEC 62321-6:2015 GC-MS
Polybrominated Biphenyls(PBBs)
% IR KTk IEC 62321-6:2015 GC-MS
Polybrominated Diphenyl Ethers (PBDEs)
AR H R T IEC 62321-8:2017 GC-MS
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AT



CTi

UK

Test Report

WMERS  A2190260927101004E # 3T I TR
Report No.  A2190260927101004E Page 3 of 7
T 25 R Test Result(s)

MR H Tested Item(s) 45 5 Result J7iEAs R MDL
Y Lead(Pb) N.D. 2 mg/kg

) Cadmium(Cd) N.D. 2 mg/kg

7K Mercury(Hg) N.D. 2 mg/kg
NI Hexavalent Chromium(Cr(VI)) N.D. 8 mg/kg
WA H Tested Item(s) 252 Result 75k HiFR MDL
ZIRELXZE Polybrominated Biphenyls(PBBs)

—RIEZE Monobromobiphenyl N.D. 5 mg/kg
TRPER Dibromobiphenyl N.D. 5 mg/kg

= VRELA Tribromobiphenyl N.D. 5 mg/kg
VUVREKZ Tetrabromobiphenyl N.D. 5 mg/kg
FLIREEA Pentabromobiphenyl N.D. 5 mg/kg
INTRIETR Hexabromobiphenyl N.D. 5 mg/kg

L VRELA Heptabromobiphenyl N.D. 5 mg/kg
JURELTR Octabromobiphenyl N.D. 5 mg/kg
JUREATR Nonabromobiphenyl N.D. 5 mg/kg
+RIEZE  Decabromobiphenyl N.D. 5 mg/kg
TR H Tested Item(s) 45 5 Result JriEts R MDL
Z IR KB Polybrominated Diphenyl Ethers (PBDEs)

— ¥R " KM¥ Monobromodiphenyl ether N.D. 5 mg/kg
TR KM Dibromodiphenyl ether N.D. 5 mg/kg

=R KM Tribromodiphenyl ether N.D. 5 mg/kg

VO ¥R IR ik Tetrabromodiphenyl ether N.D. 5 mg/kg

TR KM Pentabromodiphenyl ether N.D. 5 mg/kg
NIRRT Hexabromodiphenyl ether N.D. 5 mg/kg

LR KM Heptabromodiphenyl ether N.D. 5 mg/kg

JUR KM Octabromodiphenyl ether N.D. 5 mg/kg

JLIR — IRk Nonabromodiphenyl ether N.D. 5 mg/kg

+- R IRk Decabromodiphenyl ether N.D. 5 mg/kg
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MR H Tested Item(s) ZE B Result

J7 A K FR MDL

4% — HESHEE Phthalates (DBP, BBP, DEHP, DIBP)

ARIK " HR T8 Dibutyl N.D.
phthalate(DBP)
CAS#:84-74-2

50 mg/kg

PR ZHIR T AR R Butyl benzyl N.D.
phthalate(BBP)
CAS#:85-68-7

50 mg/kg

AR ZHIR = (2-4%) CFE Di- N.D.
(2-ethylhexyl) phthalate(DEHP)
CAS#:117-81-7

50 mg/kg

R IR _5% T e Diisobutyl N.D.
phthalate(DIBP)
CAS#:84-69-5

50 mg/kg

B O /B HEIR B

Sample/Part Description Transparent liquid

#VE: TR, R, RZERCTEEER.
N.D. = Rfat CNFI7ER HER)
-mg/kg = ppm = HARZL—
Remark: The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.
-MDL = Method Detection Limit
-N.D. = Not Detected (<MDL )
-mg/kg = ppm = parts per million
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*ﬁ@ﬂﬁﬂ Test Process

1. 4 (Pb), #(Cd), #(Cr)
Lead(Pb), Cadmium(Cd), Chromium(Cr)

ﬁw’ﬁ T ERa ) hoAGEBRRRT THERFF O
WA gh s_arnple and placeit :L/h“ Add digestinn reagent ::> Drigest the sarmple
it1a wessel
AR A e B .
ROAEREE ey RIS
Dt & shing Fesdue
Alkali Fusiond i
Eﬁl;r:;;f?ES FEEFRTEE Acid Dissalution Filtration
Analyzed by [ MEkeup with
OB OFS deionized water S—
T
Solution
2. 7k (Hg)

Mercury(Hg)
FREFE T o EARET 2 S T FETIGE R AR RS,

Wieigh sarmpleand placeitina —] Add digestion reagent ::> Drigest zatrple in 1rd o oiammve
i crowaye digest on wessel di gestiogn owren

FAmE AR RTH -
T R {:: Fea I:;.lE!
Alkali Fusiond e
HIicp-oES EEFGEE Acid Digsolution Filtration
ST | Make up with
Analyzed by de onized water
ICP-OES .
E R
Solution
3. AN (Cr (VD)
Hexavalent Chromium(Cr(VI))
BB TESER i
Weigh sample and place it ~ [—— mi\ﬁﬁﬁ . — HEES
in a vessel Add digestion solution Dhigest the sample
1L
RIS A VHESIAH pH 1B o, i
Add test solution (—  Adjust the pH value  {—— Cool and ile
of the solution ool and Iiiter
U
BEE T pHE REEFHES FH UV-Vis 454
Adjust the pH value  — Make up with — ) .

of the solution deionized water Analyzed by UV-Vis

" ™7 WA W/



CTI
Rl

Test Report

WMERS  A2190260927101004E %6 50 It 7 R
Report No.  A2190260927101004E Page 6 of 7

4. ZBEK (PBBs), %R KMk (PBDEs)
Polybrominated Biphenyls(PBBs), Polybrominated Diphenyl Ethers (PBDEs)

HEESTEESR RAENENER R A
Weigh sampleandplace  |—0 Extracted with —
itinia thimble organic solvent Concentrate the extract
FCC-MS T =S Bt fnage EREFENEREEERA
— MMakeup with —  Transferthe extractintoa
Analyzedby GC-IIS nrganicsnlvent wolumetric flask

5. 4pZE —FFERES (DBP, BBP, DEHP, DIBP)
Phthalates (DBP, BBP, DEHP, DIBP)

FFEFRTEE® AEM AN ER MR R
Weigh sampleandplace —3 Extracted with —
it ina thimhble organic solvent Concentrate the extract
FCC-MES 1 HEHEHEE EEFENEHEEERA
— MMalkeup with S— Transfer the e:_srtr“act intoa
Analyzed by GC-IS organic solvent volumetric flaslk

N 74 /
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P

Photo(s) of the sample(s)

P

4

****&%%;ﬁ***
*** End of report ***

75 B Statement:

Lo AR & A NS T B I Sk 5 T 4% = R
This report is considered invalid without approved signature, special seal and the seal on the perforation;
2. PR BERE R HHIEE SR, I N RS DT, CTURRZSEH S
The sample(s) and sample information was/were provided by the client who should be responsible for the
authenticity which CTI hasn’t verified;
3. AR A S RN B2 R AT
The result(s) shown in this report refer(s) only to the sample(s) tested,
4. RECTIRIHFE, A EHIARY:
Without written approval of CTI, this report can’t be reproduced except in full;
5. kIR S PRI B SN ER ZE R, B O,
In case of any discrepancy between the English version and Chinese version of the testing reports (if
generated), the Chinese version shall prevail.
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